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TEST REPORT

NUMBER: LECH00351962

APPLICANT: Ribbon Print Ltd DATE: 12" November 2014
Lvl 1-3, 124 Baker Street
London
W1U 6TY

For the attention of Evan Miller

SAMPLE DESCRIPTION: STF Metallic / STF Jet Black / STF Colour

REFERENCE / STYLE NO.: Not specified

RETAILER: Not specified

SAMPLES RECEIVED: 14™ October 2014

PURCHASE ORDER: Not specified

TEST REQUEST: BS EN 71-3:2013 incorporating corrigendum July 2013, EN 71-3:2013

A*Confirmation Testing for Chromium (VI)

CONCLUSION: The results of the tests carried out MEET the requirements of the requested
Standard

The results of the analysis carried out only apply to the sample(s) tested.

Tests marked (*) in this Test Report are not included in the UKAS Accreditation Schedule for this Laboratory.
Tests marked (*) in this Test Report have been sub-contracted to an agent approved by Intertek.

Opinions and interpretations expressed herein are outside the scope of UKAS Accreditation.
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